
BS201420245

2. Sample Submitted by: KEBS NAIROBI REGION-QAS

Date:

1. Description of Sample: Plastic Fencing Post - A

29 January 2015

6. KEBS Sample Ref.No:

10. Additional information provided by the customer:

SDD Sample

08 July 20147. Date of Receipt :

LABORATORY TEST REPORT

Parameters Results Test Method NoRequirementsNo.

Parameters tested and Method(s) of test: as listed in the report below12.

9. Sample Submission Form No: 108590
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4. Customer's Ref.  No:

5. Customer's Address: KEBS-NAR, NAIROBI KENYA

Report Ref: KEBS/TES/B/2147/14

11.Acceptance criteria-title and number of specification against which it is tested:

Jane Maina3. Customer Contact:
28 August 20148. Date Analysis Started:

Fax: +254 (0) 20 6009660

E-Mail:info@kebs.org

Website: www.kebs.org Laboratory Test Report
P.O. Box 54974, 00200 Nairobi 

Tel.: +254 (0) 20 6005490, 6005506

Standards for Quality Life

Kenya Bureau of
Standards

KEBS Centre, Popo Road

Dimensions1 .

Length 2450 Customer 

Specifications

I -

Width  1 91 Customer 

Specifications

II -

Width  2 90 Customer 

Specifications

III

Flexural Strength2 9.6 D6109 - 13-.

Water Absorption3 .

Water Absorption (2 

Hour)

6.4 D6341 - 13I

Water absorption 

(24hr)

15.1 D6341 - 13II -

COMMENTS/REMARKS:

FOR: MANAGING DIRECTOR
29 January 2015

Date of Issue

Fred Powon - Assistant Officer - Civil Engineering

The sample performed as shown

The results contained herein apply only to the particular sample(s) tested whose sample submission form serial number  is herein quoted, and to the specific tests carried out, as detailed in this Test Report.    

No extract, abridgement or abstraction from a Test Report may be published or used to advertise a product without the written consent of the Managing Director, KENYA BUREAU OF STANDARDS. 


